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Subcontract Group:
Type of Product:
Sample No.:
Sampling Group:
Time of Sampling:

TEST Report

YUSHYANG FLOOR CO., LTD.
G-Power-The wood floor with bio-energy
AR8026901(TB-18-05152)

Sent by the Subcontract Group
2018/08/13

Time of Sample received: 2018/08/27 13:59

Test Results:

Report No.: AR/2018/8026902

Page: 1

OF 1

Date: 2018/09/11
Contact person: Yu-Chen Yen
The following merchandise was submitted & identified by the client as:

Test Requested Test Results (Unit) Test Methods Sen Bml.d g iviaterias
Criterion Value
Toxicity Characteristic Leaching Procedure - NIEA R201.15C -3
Silver in Waste Extracts ND<0.016 (mg/L) |NIEAR306.13C/M104.02C 0.05 (mg/L)
Arsenic in Waste Extracts ND<0.038 (mg/L) | NIEA R306.13C/M104.02C 0.3 (mg/L)
Cadmium in Waste Extracts ND<0.010 (mg/L) |NIEA R306.13C/M104.02C 0.3 (mg/L)
Hexavalent Chromium in Waste Extracts ND<0.01 (mg/L) NIEA R309.12C 1.5 (mg/L)
Copper in Waste Extracts ND<0.017 (mg/L) |NIEAR306.13C/M104.02C 0.15 (mg/L)
Mercury in Waste Extracts ND<0.0004 (mg/L) NIEA R314.12C 0.005 (mg/L)
Lead in Waste Extracts ND<0.017 (mg/L) |NIEA R306.13C/M104.02C 0.3 (mg/L)
Remark : 1.Name of person in charge : Meng-Chian Chen

2.Unify Serial No. : 86815898

3.Product Description :

(1)Style/Item No :  GP-Wood Floors-001

4. The results shown in this test report refer only to the sample(s) tested unless otherwise stated.
5. If there are any discrepancies, the Chinese version shall prevail.

6. If the test results are lower than MDL, the MDL value will be shown as " ND < (MDL value)". If the results are lower
than QL and higher than MDL, the measured value will be shown as "< QL (measured value)". MDL indicates method

detection limit and QL, quantitation limit.
7.Time of sampling provided by the subcontract group.

Pannu Liu / Manager
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